PART 32--MOHAIR STANDARDS

OFFICIAL STANDARDS OF THE UNITED STATES FOR GRADES
OF GREASE MOHAIR

Sec.
32.1 Official grades of grease mohair.

OFFICIAL STANDARDS OF THE UNITED STATES FOR GRADES
OF MOHAIR TOP

32.100 Official mohair top grades.
DEFINITIONS

32.200 Meaning of words.
32.201 Terms defined.

FOR DETERMINING GRADE OF GREASE MOHAIR METHODS

32.202 General.

32.203 Inspection method.
32.204 Measurement method.
32.205 Interpretation.

METHODS FOR DETERMINING GRADE OF MOHAIR TOP

32.300 Generadl.
32.301 Inspection method.
32.302 Measurement method.

SAMPLES REPRESENTATIVE OF OFFICIAL GRADE STANDARDS OF THE
UNITED STATES FOR GREASE MOHAIR

32.400 Standard samples of grease mohair grades, method of obtaining.
32.401 Cost of standard samples for grease mohair grades.

32.402 Standard samples of mohair top; method of obtaining.

32.404 Cost of standard samples for mohair top grades.

AUTHORITY: 7 U.S.C. 1621-1627.



